
Parametre Analiz Sonucu Birim

F <0.010 %

Cl <0.010 %

Be 1.10 PPM

Na 0.074 %

Mg 0.12 %

Al 1.64 %

P 0.014 %

S 0.035 %

K 0.10 %

Ca 4.23 %

Sc 3.90 PPM

Ti 0.024 %

V 45.11 PPM

Mn 321.1 PPM

Fe 20.72 %

Co 5.92 PPM

Ni 38.75 PPM

Cu 8.47 PPM

Zn 207700 PPM

Ga 26.29 PPM

As 61.97 PPM

Ag <0.150 PPM

Ba 207.0 PPM

Bi 31.88 PPM

Cd 599.8 PPM

Hg <5.000 PPM

La 4.81 PPM

Mo 8.99 PPM

Pb 3518 PPM

Sb 6.90 PPM

Sn <5.000 PPM

Sr 18.96 PPM

Th 3.35 PPM

Tl <5.000 PPM

W <5.000 PPM

Çinko Cevheri


