
Parametre Analiz Sonucu Birim

Au 0.031 PPM

P 0.010 %

S 2.13 %

Ca 0.24 %

V 155.5 PPM

Fe 2.62 %

Cu 129.1 PPM

Zn 101400 PPM

As 72.39 PPM

Ag 170.3 PPM

Ba 437.1 PPM

Bi <1.000 PPM

Cd 357.5 PPM

Hg <5.000 PPM

Mo 54.82 PPM

Pb 58.18 %

Sb 29.57 PPM

W <2.000 PPM

Düşük Tenörlü Çinko Konsantresi


