
Parametre Analiz Sonucu Birim

F <0.010 %

Cl 0.016 %

P 0.0093 %

S 1.69 %

Ca 0.49 %

V 96.70 PPM

Fe 6.18 %

Cu 135.3 PPM

Zn 34890 PPM

As 415.0 PPM

Ag 281.9 PPM

Ba 432.8 PPM

Bi <1.000 PPM

Cd 147.5 PPM

Hg 6.82 PPM

Mo 73.22 PPM

Pb 61.70 %

Sb 21.87 PPM

W <2.000 PPM

Kurşun Konsantresi


