
Parametre Analiz Sonucu Birim

Nem 0.39 %

F <0.010 %

Cl <0.010 %

Na 0.32 %

Mg 1.11 %

P 0.035 %

S 0.27 %

K 0.16 %

Ca 2.72 %

V 170.4 PPM

Mn 252.5 PPM

Fe 9.48 %

Co 12.93 PPM

Ni 187.0 PPM

Cu 81.25 PPM

-Zn 29.72 %

As 145.2 PPM

Ag 13.47 PPM

Ba 388.7 PPM

Bi 11.71 PPM

Cd 725.5 PPM

Hg <5.000 PPM

Pb 15930 PPM

Sb 15.87 PPM

Zr 9.94 PPM

SiO2 10.36 %

Yüksek Tenörlü Çinko Konsantresi


